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with food, subject to the provisions of 
this section. 

(a) Ethylene polymer, chloro-
sulfonated is produced by chloro-
sulfonation of a carbon tetrachloride 
solution of polyethylene with chlorine 
and sulfuryl chloride. 

(b) Ethylene polymer, chloro-
sulfonated shall meet the following 
specifications: 

(1) Chlorine not to exceed 25 percent 
by weight. 

(2) Sulfur not to exceed 1.15 percent 
by weight. 

(3) Molecular weight is in the range 
of 95,000 to 125,000. 

Methods for the specifications in this 
paragraph (b), titled ‘‘Chlorine and 
Bromine—Coulometric Titration Meth-
od by Aminco Chloridometer,’’ 
‘‘Hypolon Synthetic Rubber—Deter-
mination of Sulfur by Parr Bomb,’’ and 
ASTM method D2857–70 (Reapproved 
1977), ‘‘Standard Test Method for Di-
lute Solution Viscosity of Polymers,’’ 
are incorporated by reference. Copies 
of the ASTM method may be obtained 
from the American Society for Testing 
Materials, 1916 Race St., Philadelphia, 
PA 19103. Copies of the other two meth-
ods are available from the Center for 
Food Safety and Applied Nutrition 
(HFS–200), Food and Drug Administra-
tion, 5100 Paint Branch Pkwy., College 
Park, MD 20740. Copies of all three 
methods may be examined at the Office 
of the Federal Register, 800 North Cap-
itol Street, NW., suite 700, Washington, 
DC 20408. 

(c) The additive is used as the article, 
or a component of articles, intended for 
use as liners and covers for reservoirs 
intended for the storage of water for 
drinking purposes. 

(d) Substances permitted by § 177.2600 
may be employed in the preparation of 
ethylene polymers, chlorosulfonated, 
subject to any limitations prescribed 
therein. 

(e) The finished ethylene copolymers, 
chlorosulfonated shall conform to 
§ 177.2600(e) and (g). 

[42 FR 14572, Mar. 15, 1977, as amended at 49 
FR 10111, Mar. 19, 1984; 54 FR 24898, June 12, 
1989] 

§ 177.2250 Filters, microporous poly-
meric. 

Microporous polymeric filters identi-
fied in paragraph (a) of this section 
may be safely used, subject to the pro-
visions of this section, to remove par-
ticles of insoluble matter in producing, 
manufacturing, processing, and pre-
paring bulk quantities of liquid food. 

(a) Microporous polymeric filters 
consist of a suitably permeable, contin-
uous, polymeric matrix of polyvinyl 
chloride, vinyl chloride-propylene, or 
vinyl chloride-vinyl acetate, in which 
finely divided silicon dioxide is embed-
ded. Cyclohexanone may be used as a 
solvent in the production of the filters. 

(b) Any substance employed in the 
production of microporous polymeric 
filters that is the subject of a regula-
tion in parts 170 through 189 of this 
chapter must conform with any speci-
fication in such regulation. 

(c) Cyclohexanone when used as a sol-
vent in the production of the filters 
shall not exceed 0.35 percent by weight 
of the microporous polymeric filters. 

(d) The microporous polymeric filters 
may be colored with colorants used in 
accordance with § 178.3297 of this chap-
ter. 

(e) The temperature of food being 
processed through the microporous pol-
ymeric filters shall not exceed 180 °F. 

(f) The microporous polymeric filters 
shall be maintained in a sanitary man-
ner in accordance with good manufac-
turing practice so as to prevent poten-
tial microbial adulteration of the food. 

(g) To assure safe use of the micro-
porous polymeric filters, the label or 
labeling shall include adequate direc-
tions for a pre-use treatment, con-
sisting of washing with a minimum of 
2 gallons of potable water at a tem-
perature of 180 °F for each square foot 
of filter, prior to the filter’s first use in 
contact with food. 

[42 FR 14572, Mar. 15, 1977, as amended at 56 
FR 42933, Aug. 30, 1991] 

§ 177.2260 Filters, resin-bonded. 
Resin-bonded filters may be safely 

used in producing, manufacturing, 
processing, and preparing food, subject 
to the provisions of this section. 

(a) Resin-bonded filters are prepared 
from natural or synthetic fibers to 
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